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Br HcB Hed (BHImax Curie Temp. Temp.Coe waorking T.
Grade ol
[mT] KAm]| [KAM] | [KJimT [ %] ]| Saries
[Gs] [De] | [Oe] MGOe]]
800 640 | 1430 144
SmCo18 750 0.04 250
8000 8000 | 18000 18.0
850 640 | 1590 160
SmCo20 750 0.04 250 15
8500 8000 | 20000 200
800 650 | 1430 176
SmCo22 750 0.04 250
9000 3200 | 18000 220
980 676 | 1430 182
SmCo24 800 0.04 300
9300 8500 | 18000 240
1050 410 432 208
SmCo26L 800 0.04 300
10500 5150 | 5430 26.0
1000 716 | 1194 208
SmCo26 800 0.04 300
10000 9000 | 15000 26.0
1000 716 | 1580 208
SmCo26M 800 0.04 300 217
10000 9000 | 20000 26.0
1030 760 | 1430 224
SmCo28 800 0.04 300
10200 9500 | 18000 28.0
10320 760 | 1590 224
SmCo28H 800 0.04 300
10300 9500 | 20000 280
1100 480 560 240
SmCo30H 800 0.04 300
11000 6000 | 7000 300
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Typical Magnetic Perfarmance for Bonded SmCao
Br Hch Hecd {(BH)max Curie Temp. Temp.Coe warking T.
standard
e mT k] Kadmy 1
m m m KJim
: [c] P6/C] © _
[Gs] [Ce] [Ce] ME0e] Equivalent
400 278 800 32
SBEA 720 01 20
4000 3500 | 10000 40 ot
500 318 | 800 48 '
SB8A 720 01 120
5000 4000 | 10000 6.0
600 358 800 64
SB10B 720 01 120
G000 4500 | 10000 8.0
700 318 | 400 80
SB12B 720 01 120 217
7000 4000 | 5000 10.0
700 208 800 a0
SB12HB 720 01 100
7000 5000 | 10000 10.0




